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Company: Hunan Yasco Engineering Materials Co.,Ltd
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MILL TEST CERTIFICATE
EN10204-3.1

Add: Room 2702,Building2.Zhongyi Jiujun,Jinxing Road,Yuelu District.Changsha,Hunan,China.410011
Tel/Fax: +86-731-85240616 Web: www.hnyasco.com

FIE/AE B +86-731-85240616

7= i (Product): AN4E4RY: 2% (Stainless Steel Flange)
% F1(Customer): A

JTH5(P.ONO.): ALD/60057

& A5 (Invoice No.): YST20200818120

HEH5 (Certificate No.): HYEM201016005

.NACE STD: NACE MR0175-MR0103 ED - 2015
8. 100% DPT GOOD.

Bureau Veritas China
O Witnessed

: Ppproved by:

Q/ Reviewed

H 3 Date 2020-10-16

Fe ES FAG (mm) X Piaa=2 Piat]inss 1622 1% Chemical Composition FE R HAThRE
No.| Grade Dimensions | Qty Heat No. Batch No. C Si [Mn| P S Cr Ni | Mo| N | Cu Description Specification
N ZJGF2008- b S
1 28" CL150 6 1027 FYX985 |0.018 0.330.98 | 0.038 0.002 | 16.33] 10.05 | 2.06 / / WELD NECK FLANGE FF #7818 2% i ASTM
A182/182M-17
Ll ZIGF2008 ASME B16.47A-
2 36" CL150 6 1027 FYX985 |0.018| 0.33]0.98 [ 0.038] 0.002|16.33| 10.05]2.06 | / / WELD NECK FLANGE FF #7155k 2% i 17
Fe TeHHRANDT TK FEASE fii i i [ MU fiE Mechanical Properties JUSF Ko e T i
LA Notes
: Hardness | Intergranular Y5102 TS E.L | Dimensional and Visual k
No UT RT Hydrostatic Test (HB) ot (MPa) (MPa) %) Examination Y.S-JEREEE Yield Strength
T.S-Hihisk JEF Tensile Strength
1 - - . 157 OK 236 548 44 OK E.L-{f< 3 Elongation (%)
E.T-{R 7445 Eddy Current Test
U.T-#875 Jf Ultrasonic Test
2 - - - 157 OK 236 548 44 OK R.T-§ 44545 Radiography
PULFILRZS Heat Treatment Solution Treated TR Forging Temperature 1010°C ~1150°C
%7 REMARK: il Typed by: We hereby certify that the products described herein have been
1. 1Ksi=1000Psi, 1Mpa=1N/mm? =0.145038Ksi. Yeris manufactured and tested in accordance with the specification and with
5 PMI TEST 100% GOOD requirements of the purchase order or contract
3. ELONGATION IN 50MM LONGITUDIAL
4. HEAT TREATMENT 1050C FOR 5MIN. (W.Q) "
5. MEASUREMENTS & SURFACE: GOOD FDATy St / :‘“:fg%;f Rk
6.1GC AS PER ASTM A-262 PR.E o %k‘ ip
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